
Wooden Slat Panel Test Report & Certificate

Item Technical item Norm Test Method Requirements Test results Conclusion

Eco-Friendly Class Formaldehyde Emission EN 13986:2004+A1:2015
With reference to EN 717-1:2004, 

analysis was performed by UV-Vis.

Formaldehyde class E0: >0.050 mg/m³ air

Formaldehyde class E1: ≤0.124 mg/m³ air

Formaldehyde class E2: >0.124 mg/m³ air

Formaldehyde Emission 0.050 mg/m³ 

air
Class E0

Sound Absorption Sound absorption performance / BS EN ISO 354-2003 N/A NRC 0.85 N/A

CE certificate
Suspended CLEAN ROOM 

PARTITIONCEILING GRIDs
EN 13964:2014 / / Pass Pass

FSC Certificate


